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PRODUCT BULLETIN GYPSUM WALLBOARD BULLETIN· NO: B-3 I 
GYPSUM PRODUCTS 1/2n REGULAR DATE: 5/1/73 

I! APPROVALS: 
PAGE: 2 of 2 

CANCELS: B-3 
I 

~tr~Jf 
ASTM C 36 

I ~/t. 67.::::- DATE: 1/15/69 

·/. I 

PRODUCT SPECIFICATIONS: (Refer to Product Bulletin B-G-4 for General Specifications) 
... 

-. . Antioch, Long Delanco & ----
Beach & Seattle Jacksonville '-- I 

Wet Weight ·•• (Lhs./MSF) 2600-2850 2675-2875 --
Dry Weight (Lbs./MSF) 1700- 1850 1750- 1900 

Average 1750 1825 
~ 

Evaporation loss (Lbs/MSF) 900- 1100 775- 1020 

All Plants . 
Thickness -Average (inch) 0.480-0.505 

- Individual Reading (inch) '± ·o.OIO from average 
Edge Hardness at Takeoff (inch) 10 min. - 18 max. - 14 avg. 
End Peel after Sawing (inch) 1/8 maximum 

' •· 
Flexural Strength, "'inim•"m Deflection at Break, min. • 

Across grain (Lbs.) 140 0.30 inch 
Parallel (Lbs.) 50 0.20 inch 

Punch Test (Lbs.) 550-900 

Twist Test, maximum split 
Face (inch) 3/4 
Back (inch) 3/4 

'-Rapid High Humidity, maximum peel 
Face (inch) 1/2 
Back (inch) l/2 

.. 
Hammer Loss Test, decigrams 

Individual Test, maximum 15 
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